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EKO TEXNIKH NAHPO®OPHZzH NPOIONTOZ OMIAOE ETAIPEION

EKO GEOTRON SAE 20W-50

Auavtiko moAAamAwv Xprioewv

NEPITPAOH

MoAUTuTo AUTAVTLIKO MOAAMAWY XpoewV. KatdAAnAo yLa xprion o€ eMPATIKA OXAHOTA Kol
Bav Bevlivng kat metpelaiov maAalotepng TeEXVoAoyiag.

MNPOAIATPADEZ

API SF/CF

EDAPMOIEZ

KataAlAnAo yia epappoyEG O6Tou cuoThveTaL n xprion Autavtikou API SF i API CF.

NAEONEKTHMATA

o Au&nuévn MPOOoTACLA KAL LKAVOTIOLNTLKI ALTTOVTLKY LEMBPAVN OTOV KvnTrpa.
e KaAn anodoon og vPnAéc Oeppokpaaoieg.

e [KavomolnTik mpootacia amd Th okoupLld Kol tn dtaBpwon.

e Auv&nuévn mpootacia amno tnv ofelidwon Kat Bepuiky otabepdTnTa.

o YUnAn amoppumavtikr Kal SLaoKOPTILOTIKNA LKOVOTNTAL.
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TYNIKA XAPAKTHPIZTIKA

Autavtiko moAAaAwv XpRoEWV

1616TNTEC Mé£Bodot Movadeg | EKO GEOTRON SAE 20W50
Katataén l€wdoug kata SAE - - 20W50
IEwdeg @100°C ASTM D 445 cSt 17,80
IEwdec @40°C ASTM D 445 cSt 153,4
Agiktne 1€bSouc (V1) ASTM D 2270 - 128
Mukvotnta @ 15°C ASTM D 4052 g/ml 0,890
Oeukn Tédpa ASTM D 874 % w/w 0,89
AAkoAoTnTa, TBN ASTM D2896 | mg KOH/g 6,50
Ynueio Pong ASTM D 5950 °C -24
Inueio AvadAeing ASTM D 92 °C 220

YFIEINH KAl AZDAAEIA

To UETOXELPLOUEVA AUTOVIIKA TIPETIEL VA CUAAEYOVTOL Ot €L6LKA ONUELD WOTE VO U

purnaivouv To epBairlov, xwpic va avaulyviovtal pe SLaAUTEG, Lypd GPEVWY, AVTIPUKTLKA

Uypa Kal vepod, wote va sival duvatni n Slaxeiplon Touc.




